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Abstract: The potential of strong interactions between light
and matter remains to be further explored within a chemical
context. Towards this end herein we study the electromagnetic
interaction between molecules and plasmonic nanocavities. By
means of electronic structure calculations, we show that self-
induced catalysis emerges without any external stimuli through
the interaction of the molecular permanent and fluctuating
dipole moments with the plasmonic cavity modes. We also
exploit this scheme to modify the transition temperature T1/2 of
spin-crossover complexes as an example of how strong light–
matter interactions can ultimately be used to control a materials
responses.

The principal challenge that chemists face in the field of
nanoscience is to be able to manipulate individual molecules.
This is a key point in order to ultimately control the properties
and response of materials as well as the course and outcome
of chemical reactions. In the last decade, novel ways of
altering chemical reactions have been developed. For exam-
ple, mechanochemistry aims to shape the potential energy
surface (PES) connecting reactants to products by applying
a mechanical force.[1–4] Another example, closer to the
strategy we propose herein, is to apply external electric
fields to catalyze or inhibit chemical reactions. This was
computationally predicted by Shaik and co-workers[5,6] and
recently achieved experimentally for a Diels–Alder reac-
tion,[7] boosting the field of electrostatic catalysis.[8, 9] It is
important to highlight that prior to these works, much effort
was spent to elucidate the contribution of electrostatics to
enzymatic catalysis,[10] lately inspiring the optimization of
catalysts by mimicking the electrostatic environmental effect
of the protein scaffold.[11] Plasmonic catalysis is another field
popularized in recent years because of the ability of hot
carriers to lower reaction barriers and enable new reaction
pathways.[12–16]

Herein we propose an alternative strategy to catalyze
chemical reactions, tackling the situation of strong coupling
between plasmonic modes (collective oscillations of free
electrons in a metal) and molecular dipole moments, without
the need of exciting the system with a laser nor applying an

external electric field. This can be achieved, for instance, with
the bowtie configuration shown in Figure 1, in which the
highly confined electromagnetic mode within the antenna gap
can strongly interact with the molecules in that region.[17] In
the following we will exemplify this effect with classical
examples of SN1 and SN2 reactions, which have also been
studied in electrostatic catalysis.[18–20] In addition, our pro-
posal can also be exploited to modify molecular properties, as
we illustrate with spin-crossover transitions in a series of FeII

complexes.

When molecular excitations and electromagnetic (EM)
modes strongly interact, hybrid light–matter states known as
polaritons are formed. The confined light modes necessary to
produce these new eigenmodes of the system may be hosted
in Fabry-Perot or plasmonic nanocavities.[21] Polaritonic
chemistry[22–25] is an emerging field aiming to manipulate the
behavior of molecules with the formation of polaritons. In
particular, Ebbesen and co-workers have reported two prime
examples of polaritonic chemistry in Fabry-Perot cavities,
experimentally demonstrating the suppression of ground[26,27]

and excited state[28] reactions taking advantage of polaritons.
Examples of photo-oxidation and photodegradation under
strong coupling have also been reported very recently.[29, 30]

We recently tackled from a theoretical point of view the
coupling of one or several EM modes in a nanocavity to
thermally driven chemical reactions in the ground state.[31] In
the present work we have implemented and interfaced this
theory with quantum chemistry calculations. In the following
we summarize the main points of the theory for completeness.
Starting from a purely quantum mechanical description of the
coupled light-matter system, we found a novel phenomenon,
different to the examples described above, which can be
exploited to alter ground state chemical reactivity and
molecular properties that 1) does not require the formation

Figure 1. Sketch of a configuration to enable self-induced electrostatic
catalysis consisting of a molecule within the gap of a metallic bowtie
nanocavity. The charge distribution of the molecule and the one
induced in the metal is also illustrated through red and blue shading.
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of polaritons (i.e. independent of resonance), 2) has a clear
interpretation in terms of Van der Waals or Casimir-Polder
interactions, and 3) is a single-molecule and not a collective
effect. As a result of the interaction between the molecular
dipole of the species involved in the reaction and the induced
dipole in the nanocavity, the ground-state PES is modified
according to the square of the molecular dipole moment.
Note that, as opposed to the external electric field in the Stark
effect, the field in the present case is generated by the
molecule itself by light (i.e. quantized EM modes)–matter
interactions.

We used the following Hamiltonian in the cavity Born–
Oppenheimer approximation[32] (CBOA) to investigate the
coupling of a molecular dipole to k cavity modes [Eq. (1)]

Ĥeðbx; R; qÞ ¼ Ĥeðbx; RÞ þ 1
2

X
k

w2
kq2

k þ
X

k

wkqklkbmðbx; RÞ ð1Þ

The first term is the standard electronic Born–Oppen-
heimer Hamiltonian, the second one is the potential energy of
the quantized electromagnetic (EM) modes, which are
modeled as harmonic oscillators, and the third term repre-
sents the light-matter interaction. The frequency of the EM
modes is given by wk, qk are the photonic displacements,
related to the electric field of each mode, and the lk coupling
strengths quantify the light–matter interaction along the
direction of the molecular dipole. The molecular dipole
moment operator is given by bm while R and bx refer to the
nuclear and electronic positions, respectively. Within the
CBOA, the cavity modes are additional nuclear-like degrees
of freedom parametrized by qk, and thus one can benefit from
the standard approaches available in quantum chemistry to
optimize minima and transition states (Supporting informa-
tion). Note that this has been implemented in the present
work. For the minimum energy path along all the qk in the
CBOA and within a single-molecule level, an effective
coupling constant l can be defined as

ffiffiffiffiffiffiffiffiffiffiffiffiffiP
k l2

k

p
together with

an effective frequency w given by
P

k l2
kwk=l2 and an effective

mode volume V ¼ 1=e0l to which several modes contribute.
Note that the magnitude of this coupling strength will depend
on the considered plasmonic structure.

Up to second order of perturbation theory, the energy
shift on the PES when the molecular dipole couples to k
modes of a plasmonic nanocavity can be simply written as
Equation (2)[31]

dEðRÞ ¼ @ l2

2
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w

2
a0ðRÞ

0 /
ð2Þ

This is an important result showing that the profiles of the
ground state permanent dipole moment m0(R) and the static
polarizability a0(R) dictate how the energy landscape is
modified. It is worth noticing that this shift corresponds to the
well-known Casimir–Polder interaction energy between neu-
tral atoms and macroscopic conducting bodies arising from
the vacuum fluctuations of the EM field.[33, 34] This was derived
by Casimir and Polder within a quantum electrodynamics
framework (QED), motivated by the discrepancies between
theory and experimental results on colloidal particle stability,

and led to a generalization of Van der Waals interactions.[35–37]

This connection leads to a straightforward interpretation of
Equation (2). In particular, if the cavity can be approximated
by a point dipole, which would be valid for instance for a small
enough plasmonic nanoparticle, then the two energy shifts in
the PES of Equation (2) represent: 1) the Debye energy of
the Van der Waals interaction between the permanent dipole
of the molecule and the dipole it induces in the nanoparticle
and 2) the interaction between fluctuating dipoles in the
molecule and nanoparticle expressed by the London force.
Note that the Debye term will always lower the energy in
contrast to the London one which can act in both directions.
For all the examples we have studied, the Debye term always
dominates the energy shift.

We first focus on how coupling to a plasmonic nanocavity
can lead to changes in ground-state chemical reactivity. We
have chosen the SN1 and SN2 reactions since the permanent
dipole moment along their reaction paths varies considerably,
thus making them ideal candidates to demonstrate chemical
changes in the present QED scenario. We consider the
hydrolysis of tert-butyl chloride, which is known to proceed
via an SN1 mechanism.[38] This reaction consists of three steps:
1) the separation of the leaving group leading to a carbocat-
ionic intermediate, 2) solvent nucleophilic attack on the
carbocation, and 3) deprotonation leading to an alcohol and
HCl. Steps (2) and (3) are known to be fast, and thus we focus
herein on the rate-determining step (1). In Figure 2 we show
the reaction profile for different coupling strengths. In
realistic multi-mode nanocavities, for example, nanoparticle
on a mirror setup, the effective global coupling constant can
reach values of more than 0.02 atomic units (a.u.)[31] (V=

5 nm3), thus we have herein considered l coupling strengths
of up to this value. Note that at very short distances, a metal
surface could also provide strong light–matter coupling but
with a smaller coupling strength.

Due to the separation of charge during the heterolytic
fission, the dipole moment increases along the path from the

Figure 2. Reaction profile for the initial step of the SN1 reaction
involving leaving group separation of tert-butyl chloride. Increasing
color darkness corresponds to increasing coupling strength (l =0,
0.01, 0.015, 0.0175, 0.02 a.u.). Blue circles correspond to the TS within
perturbation theory while red triangles indicate the optimized TS
obtained with a self-consistent electric field. Reactant (R) and transi-
tion state (TS) structures shown for the bare case, Cl green, C black.
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reactant to the transition state (TS), with largest modifica-
tions of the reaction profile occurring near the TS. The barrier
is significantly reduced by approximately 4 kcal mol@1 (with
l = 0.02 a.u.) representing about 20% of the bare energy
barrier due to stabilization of the TS by the cavity mode,
exclusively due to the Debye interaction. Another important
result is that the position of the TS (circles in plot) is shifted to
shorter C@Cl bond lengths as the light-matter interaction
increases, a fingerprint of the change in electronic structure.
Since these results are based on Equation (2), which was
derived from perturbation theory, we checked our results by
performing direct optimization on the CBOA surface defined
by Equation (1) (triangles in Figure 2). Both results are in
very good agreement, proving the suitability of Equation (2)
to calculate energy shifts when a molecule is placed in
a plasmonic nanocavity and confirming that TS structures can
be modified in such a scenario. In particular, the C@Cl bond
length of the TS is shortened by about 0.18 c and one of the
C@C@Cl angles increases by 1388 for l = 0.02 a.u. as compared
to the case with no coupling (Supporting information).

In the Menshutkin reaction,[39] an ammonia molecule
attacks the carbon center in methyl chloride, leading to
a pentacoordinate TS, with an energy barrier of around
13 kcal mol@1 and eventual formation of an ion-pair product
complex. In this case the dipole moment also increases along
the course of the reaction, thus the greatest modifications on
the reaction profile are observed from the TS onwards, as
shown in Figure 3. The energy barrier decreases by about
20% for l = 0.02 a.u., with the Debye interaction contribu-
ting 84 % and the London one accounting for 16 %. Although

the London force does not dominate the change in barrier, it
serves to illustrate that in cases where the molecular polar-
izability varies along the reaction path, London interactions
can play an important role. By means of the proposed self-
induced effect, note also that the product complex in this
reaction is greatly stabilized relative to the reactants by the
presence of the nanocavity, making the reaction more
exothermic. This suggests that the competition between
forward and backward processes in some reactions may also
be altered in such a scenario.

Serving as an example of manipulation of molecular
properties in the present QED scenario, in the following we
show how control over the spin states of spin-crossover[40]

(SCO) complexes and their characteristic transition temper-
ature T1/2 can be also achieved. In these systems, the
electronic energies of two spin states are close enough that
a transition between them can be thermally induced. This is
because the high-spin (HS) state is entropically favored, and
is thus the one preferred at higher temperatures while the
low-spin (LS) state prevails at lower ones, and at T1/2, both
spin states are equally populated. We propose coupling to
a nanocavity mode as a novel way to control the relative
energy of the LS and HS states in transition metal complexes
and thus modulate their SCO behavior. To illustrate this, we
have considered four-coordinated FeII phosphoraminimato
complexes of general formula PhB(MesIm)3Fe=PR3 with R =

H, Me, nPr, Ph3 (Figure 4) that undergo a thermally induced

S = 0 to S = 2 spin-crossover transition in solution, and for
which a correlation between T1/2 and the size of the phosphine
ligand was found.[41] The intimate relation between the
electronic structure and the corresponding SCO behavior
was analyzed in further detail in a recent computational
study.[42] Note that switching between the spin states of similar
systems has been achieved in single-molecule junctions.[43]

As shown in Table 1, the computed electronic energies of
the LS and HS states of the FeII complexes are close enough,
within 2–6 kcalmol@1, a necessary condition to enable SCO.
By considering the DG temperature dependence, the T1/2

values were estimated (Supporting Information), reproducing
the already observed trend of decreasing T1/2 with increasing
phosphine size.[41,42]

When coupling to a nanocavity mode, the molecular
dipole moment is the key magnitude dictating how the
electronic energy will be affected. In the present case, the

Figure 3. Profile (top) for the SN2 reaction. Increasing color darkness
corresponds to increasing coupling strength (l =0, 0.01, 0.015,
0.02 a.u.). Expansion of the barrier region (bottom) plotted along the
d(C@N) and d(C@Cl) bond lengths. Blue circles correspond to the TS
within perturbation theory while red triangles indicate the optimized
TS obtained with a self-consistent electric field. The TS geometry is
shown for the bare case.

Figure 4. Chemical structure of the FeII complexes with R = H, Me, nPr,
Ph. Schematic diagram of the d-orbital splitting corresponding to C3v

point group symmetry.

Angewandte
ChemieCommunications

8700 www.angewandte.org T 2019 Wiley-VCH Verlag GmbH & Co. KGaA, Weinheim Angew. Chem. Int. Ed. 2019, 58, 8698 –8702

http://www.angewandte.org


dipole moment for the LS state lies along the Fe-N=P axis,
while for the HS state, linearity is lost and the dipole moment
is practically parallel to the N=P direction which is off by
approximately 2088 from the B···Fe axis. The different
occupation of the MOs in both spin states leads to a dipole
moment approximately 3 D on average larger in the LS state
compared to the HS one, translating into an increase of the
electronic energy gap between both states. In Table 1 we show
that, when coupling to a EM mode, the T1/2 values increase
around 30 K on average (with l = 0.02) when we consider the
dipole moments of both spin states to be aligned with the
polarization of the EM modes. Larger modifications of T1/2

can be achieved when the dipole moments of both states are
perpendicular to each other. Such considerable change proves
the success of our proposal as a novel strategy to manipulate
molecular properties.

In summary, we have demonstrated how plasmonic nano-
cavities can modify chemical reaction pathways without the
need of external stimuli, neither photonic nor electric. By
taking advantage of the strong coupling between the dipole
moment of the molecule and the confined EM field associated
with plasmonic modes, a self-induced Casimir–Polder force,
which critically depends on the reaction coordinate, is able to
tailor the ground-state chemical landscape of the molecule.
We illustrate this finding by analyzing how the rates of two
prototypical SN1 and SN2 reactions can be altered when the
molecules are placed inside a plasmonic nanocavity. In
addition, we show how this strategy can also be exploited to
manipulate spin states of spin-crossover complexes. This new
capability of plasmonic modes to modify molecular properties
adds a powerful tool to the long-established and fruitful
relation between chemistry and plasmonics.
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